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TUV Rheinland(India) Pvt.Ltd, Plot No.27/B, 2nd Cross, Electronic city, Industrial Area,Phase I,Hosur Road Bangalore-560 100,India,

Tel: +91 80 4649811,Fax:+91 80 46498042 Mail: info@ind.tuv.com Web: www.ind.tuv.com - CIN:U72501KA1996PTC020653

Prüfbericht-Nr.:
Test Report No.:

ULR:TC568820400000043P Auftrags-Nr.:
Order No.:

1803381799

Kunden-Referenz-Nr.:
Client Reference No.:

633897 Auftragsdatum:
Order date:

28/12/2018

Auftraggeber:
Client:

Saatvik Green Energy(P) Limited, Village Dubli, Tehsil Barara, District Ambala,
Haryana 133001,India

Prüfgegenstand:
Test item:

Photovoltaic (PV) modules

Bezeichnung / Typ-Nr.:
Identification / Type No.:

For detailed type designation see product details on page 3

Auftrags-Inhalt:
Order content:

Reliability tests with extended Environmental tests as per customer requirements

Prüfgrundlage:
Test specification:

Photovoltaic (PV) modules

IEC 61215:2005, EN 61215:2005

IEC 61730-1:2004+A1:2011+A2:2013, EN 61730:2007+A1:2012+A2:2013+A11:2014
IEC 61730-2:2004+A1:2011, EN 61730:2007+A1:2012

Wareneingangsdatum:
Date of receipt:

31/12/2019

Prüfmuster-Nr.:
Test sample No.:

Refer list of test samples

Prüfzeitraum:
Testing period:

17/01/2019 10/01/2020

Ort der Prüfung:
Place of testing:

Bangalore, India

Prüflaboratorium:
Testing laboratory:

TUV Rheinland(India) Pvt. 
Ltd.,Bangalore,India 

Prüfergebnis*:
Test result*:

Pass

geprüft von / tested by:

28/01/2020 K.Ganesh Kamath/Asst.Manager-PV Products

kontrolliert von / reviewed by:

28/01/2020 Kamalaksha CS/AGM-PV Products
Datum
Date

Name / Stellung
Name / Position

Unterschrift
Signature

Datum
Date

Name / Stellung
Name / Position

Unterschrift
Signature

Sonstiges / Other: N/A

Zustand des Prüfgegenstandes bei Anlieferung:
Condition of the test item at delivery:

Prüfmuster vollständig und unbeschädigt
Test item complete and undamaged

* Legende: 1 = sehr gut 2 = gut 3 = befriedigend 4 = ausreichend 5 = mangelhaft

P(ass) = entspricht o.g. Prüfgrundlage(n) F(ail) = entspricht nicht o.g. Prüfgrundlage(n) N/A = nicht anwendbar N/T = nicht getestet

Legend: 1 = very good 2 = good 3 = satisfactory 4 = sufficient 5 = poor
P(ass) = passed a.m. test specification(s) F(ail) = failed a.m. test specification(s) N/A = not applicable N/T = not tested

Dieser Prüfbericht bezieht sich nur auf das o.g. Prüfmuster und darf ohne Genehmigung der Prüfstelle nicht 
auszugsweise vervielfältigt werden. Dieser Bericht berechtigt nicht zur Verwendung eines Prüfzeichens.

This test report only relates to the a. m. test sample. Without permission of the test center this test report is not permitted to be 
duplicated in extracts. This test report does not entitle to carry any test mark.



 
Produkte 
Products 

 

 
 

 

Prüfbericht-Nr.:   ULR:TC568820400000043P  
Test Report No.: 

Seite 2 von 33 
Page 2 of 33 

Liste der verwendeten Prüfmittel 
List of used test equipment 

Rev.:01 

Prüfmittel 
Test equipment 

Prüfmittel-Nr. / ID-Nr. 
Equipment No. / ID-No. 

Nächste Kalibrierung 
Next calibration 

Measuring scale 50-2010-0118 10/07/2020 

Vernier caliper 50-2010-0115 18/07/2020 

Sun Simulator 50-2010-0111 02/09/2020 

Reference module 50-2012-0231 31/07/2020 

Insulation/Dielectric withstand tester 50-2017-0269 14/02/2020 

Insulation/Dielectric withstand tester 50-2017-0272 14/02/2020 

UV Chamber 50-2017-0284 N/A 

UV A Sensor 50-2019-0193 08/05/2020 

UV B Sensor 50-2019-0198 08/05/2020 

Optometer 50-2012-0122 28/08/2020 

Environmental chamber 50-2018-0304 28/01/2020 

Environmental chamber 50-2018-0283 09/12/2020 

DAQ Station 50-2017-0151 06/02/2020 

DAQ Station 50-2017-0149 17/01/2020 

Environmental chamber 50-2017-0282 04/12/2020 
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Produktbeschreibung 
Product description 

Rev.:01 

1 Produktdetails 
Product details 

  

SGExxx-72P(xxx = 300-330 in steps of 1, 72 cells) 

 
xxx represents Output power in Wp  

2 Verwendete Materialien 
Used materials 

 

 see Constructional Data Form in the annexure of this report 

3 Adresse(n) der Fertigungsstätte(n) 
Address(es) of the manufacturing site(s) 

 Saatvik Green Energy (P) Limited, Village Dubli, Tehsil Barara, District Ambala, Haryana   133001,India 

 

4 Zusammenfassung der Prüfergebnisse 
Summary of test results 

 According to the inquiry of the customer  for Reliability test requirements tests according to IEC 61215:2016 
and IEC, 61730:2016, the below listed tests have been conducted on the module Type SGE315-72P and 
results were incorporated in this report: ULR:TC568820400000043P 
 

1. Thermal Cycling test(200) : 600 cycles 
2. UV Pre conditioning test: 45KWhm2 
3. Thermal Cycling test(50) : 150 cycles 
4. Humidity freeze test: 30 cycles 
5. Damp heat(1000hrs): 3000hrs 
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